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FIG. 1 (Related Art)
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1
BUMPER BACK BEAM FOR VEHICLE

CROSS-REFERENCE TO RELATED
APPLICATION

The present application claims priority to Korean Patent
Application No. 10-2014-0074492, filed Jun. 18, 2014, the
entire contents of which is incorporated herein for all
purposes by this reference.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a bumper back beam for
a vehicle, and more particularly, to a bumper back beam for
a vehicle including of a side portion, both sides of which are
connected to a vehicle body and an intermediate portion for
connecting the side portion on both sides, which are formed
of different materials.

2. Description of Related Art

Generally, a bumper back beam is installed on the front
part and the rear part of a vehicle so as to protect a vehicle
body, and further a passenger, with respect to a collision.

According to a related art, a back beam that is made of
steel has been used to ensure sufficient rigidity thereof;
however, it is a recent trend to mainly use a back beam that
is made of a composite material of plastic and steel, or
plastic of different materials having different strength. This
trend is due to the problems of increasing weight and
deterioration of fuel efficiency.

Here, as shown in FIG. 1, the back beam formed of
different plastic materials is comprised of a side portion 1,
both sides of which are connected to a vehicle body and an
intermediate portion 2 for connecting the side portion 1 on
both sides are made of high strength plastic and general-
strength plastic, respectively.

The side portion 1 is a crash box to be connected to a side
member consisting of a vehicle body, through which impact
energy is transferred toward a vehicle body while its outer
form is collapsed by a load produced when the vehicle
collides, and the intermediate portion 2 corresponds to a rail
portion, through which the impact energy is absorbed
through self-deformation when a vehicle collides.

The intermediate portion 2 may preferably be formed of
high-strength plastic so as to ensure sufficient rigidity and
the side portion 1 may preferably be made of general-
strength plastic so as to easily transfer impact energy toward
a vehicle body.

The back beam formed of different materials such as
high-strength plastic and general plastic as described above
may be configured to sufficiently ensure the rigidity, thereby
safely protecting a vehicle body and a passenger when a
vehicle collides.

The information disclosed in this Background of the
Invention section is only for enhancement of understanding
of'the general background of the invention and should not be
taken as an acknowledgement or any form of suggestion that
this information forms the prior art already known to a
person skilled in the art.

BRIEF SUMMARY

Various aspects of the present invention are directed to
providing a bumper back beam for a vehicle including an
intermediate portion formed of high-strength plastic and a
side portion on both ends made of general plastic, in which
both ends of the intermediate portion is overlapped onto the
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side portion at a predetermined section so as to ensure
sufficient rigidity, thereby more safely protecting a vehicle
body and passenger when a vehicle collides.

Various aspects of the present invention are additionally
directed to providing a bumper back beam for a vehicle, in
which a portion where an intermediate portion and a side
portion are connected to be overlapped is formed as a box
structure so as to ensure the additional rigidity and a
plurality of holes and bent grooves are formed through the
box portion where the side portion and the intermediate
portion are overlapped so as to induce the buckling of the
side portion with respect to the collision load, thereby
absorbing and transferring impact energy toward a vehicle
body more easily.

According to various aspects of the present invention, a
bumper back beam for a vehicle may include side portions
connected to a vehicle body and formed of general plastic on
both sides, and an intermediate portion connecting the side
portions on both sides and formed of high-strength plastic
and a predetermined section of both ends of which encroach
into the side portions to form overlap sections.

Each overlap portion may be a box portion having a
predetermined space therein together with each side portion.

A length of each overlap section in a left/right direction
may exceed at least 5% or more of a length of the side
portion in the left/right direction and may not exceed a
maximum of 50%.

A plurality of through-holes may be formed passing
through a side wall of the box portion so as to induce
buckling of the box portion with respect to a collision load.

Bent grooves may be continuously formed on a side
surface forming the box portion at each side portion, which
induce buckling of the bent portion with respect to a
collision load.

A total sectional area of the through-holes may be 5% to
50% of a sectional area of the side wall.

High-strength plastic which forms the intermediate por-
tion may be a composite material combined with glass fiber,
polypropylene, and polyamide resin.

The general plastic forming the side portions may be the
same material as any one of resins used in forming the
high-strength plastic.

The side portion may be connected to a side member of
a vehicle body.

According to various aspects of the present invention, a
bumper back beam for a vehicle may include a portion
required of ensuring rigidity formed of high-strength plastic
material and portions of the bumper back beam for trans-
mitting impact energy toward a vehicle body formed of
general plastic material having weak strength as compared
to the high-strength plastic material, wherein the high-
strength plastic material may be connected to the general-
plastic materials to be overlapped at a predetermined sec-
tion.

The overlapped predetermined section of the high-
strength plastic material onto the general plastic material
may be formed as a box structure in order to ensure the
rigidity.

A plurality of through-holes may be formed to induce
buckling of the box portion with respect to a collision load
or bent grooves may be continuously formed on the box
portion.

It is understood that the term “vehicle” or “vehicular” or
other similar terms as used herein is inclusive of motor
vehicles in general such as passenger automobiles including
sports utility vehicles (SUV), buses, trucks, various com-
mercial vehicles, watercraft including a variety of boats and
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ships, aircraft, and the like, and includes hybrid vehicles,
electric vehicles, plug-in hybrid electric vehicles, hydrogen-
powered vehicles and other alternative fuel vehicles (e.g.,
fuel derived from resources other than petroleum). As
referred to herein, a hybrid vehicle is a vehicle that has two
or more sources of power, for example, both gasoline-
powered and electric-powered vehicles.

The methods and apparatuses of the present invention
have other features and advantages which will be apparent
from or are set forth in more detail in the accompanying
drawings, which are incorporated herein, and the following
Detailed Description, which together serve to explain certain
principles of the present invention.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1 is a top view illustrating a back beam formed of
general different plastic materials in the related art.

FIG. 2 is a top view illustrating an exemplary back beam
formed of different plastic materials according to the present
invention.

FIG. 3A and FIG. 3B are views illustrating a rupture
produced at a boundary region between a side portion and an
intermediate portion of the exemplary back beam formed of
different plastic materials according to the present invention.

FIG. 4 is a cross-sectional view taken along line I-I of
FIG. 2.

FIG. 5 is a view illustrating the exemplary back beam
formed of different plastic materials, which is shown from A
direction in FIG. 2.

FIG. 6 is a cross-sectional view taken along line II-II of
FIG. 5.

It should be understood that the appended drawings are
not necessarily to scale, presenting a somewhat simplified
representation of various features illustrative of the basic
principles of the invention. The specific design features of
the present invention as disclosed herein, including, for
example, specific dimensions, orientations, locations, and
shapes will be determined in part by the particular intended
application and use environment.

DETAILED DESCRIPTION

Reference will now be made in detail to various embodi-
ments of the present invention(s), examples of which are
illustrated in the accompanying drawings and described
below. While the invention(s) will be described in conjunc-
tion with exemplary embodiments, it will be understood that
the present description is not intended to limit the
invention(s) to those exemplary embodiments. On the con-
trary, the invention(s) is/are intended to cover not only the
exemplary embodiments, but also various alternatives,
modifications, equivalents and other embodiments, which
may be included within the spirit and scope of the invention
as defined by the appended claims.

The terminology used herein is for the purpose of describ-
ing particular embodiments only and is not intended to be
limiting of the invention. As used herein, the singular forms
“a,” “an” and “the” are intended to include the plural forms
as well, unless the context clearly indicates otherwise. It will
be further understood that the terms “comprises” and/or
“comprising,” when used in this specification, specify the
presence of stated features, integers, steps, operations, ele-
ments, and/or components, but do not preclude the presence
or addition of one or more other features, integers, steps,
operations, elements, components, and/or groups thereof. As
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used herein, the term “and/or” includes any and all combi-
nations of one or more of the associated listed items.

A bumper back beam for a vehicle according to various
embodiments of the present invention, as shown in FIG. 2
and FIGS. 4 to 6, may include a side portion 10 that is
connected to a vehicle body and formed of general plastic on
both sides, and an intermediate portion 30 which connects
the side portions 10 on both sides and formed of high-
strength plastic and the predetermined section of both ends
of which encroaches into the side portions 10 to form an
overlap section 20.

The side portion 10, which is generally called as a crash
box, is connected to a side member of a vehicle body and
transfers impact energy toward the vehicle body while its
outer form is collapsed by the load produced when a vehicle
collides.

The intermediate portion 30 corresponds to a rail portion
and absorbs the impact energy through self-deformation
when a vehicle collides.

The intermediate portion 30 may be formed of high-
strength plastic so as to ensure sufficient rigidity and the side
portion 10 may be formed of general-strength plastic so as
to easily transfer impact energy toward a vehicle body.

The intermediate portion 30 may be formed of high-
strength plastic so as to ensure sufficient rigidity where the
high-strength plastic includes composite material combined
with glass fiber, polypropylene (PP), and polyamide resin,
but it is not limited thereto.

Further, the side portion 10 may be formed using general
plastic having a relatively weak strength as compared to the
high-strength plastic, wherein the general plastic may pref-
erably be formed using the same material as any one of
resins used in forming the high-strength plastic, and thus the
side portion 10 and the intermediate portion 30 may be
easily connected integrally.

Meanwhile, according to the back beam of the present
invention, the predetermined section of both ends of the
intermediate portion 30 formed of high-strength plastic
encroaches into the side portions 10 on both sides, respec-
tively, which are formed of general plastic to form an
overlap section, that is, the high-strength plastic is over-
lapped on the side portions 10 having weak strength so as to
form an overlap region 20 and through this configuration the
rigidity of the side portions 10 can be improved, thereby
removing a phenomenon where a rupture easily occurs on a
boundary region between the side portion 10 and the inter-
mediate portion 30 with respect to collision load.

The length .1 in a left/right direction of the overlap
section 20 may exceed at least 5% or more of the length [.2
in a left/right direction of the side portion 10 and may not
exceed maximum 50% thereof.

If the length L1 is 5% or less of the length 1.2, sufficient
rigidity is not ensured at the boundary region of the side
portion 10 and the intermediate portion 30 and thus the
boundary region of the side portion 10 and the intermediate
portion 30 is ruptured as marked by letter K in FIG. 3B with
respect to the collision load.

On the contrary, if the length [.1 exceeds 50% of the
length 1.2, the rigidity of the side portion 10 is excessively
increased and in this case, the performance for transferring
the collision energy toward a vehicle body is decreased,
thereby not protecting a vehicle and a passenger more safely.

According to the present invention, the length I.1 in a
left/right direction of the overlap section 20 may preferably
be 5% to 50% of the length 1.2 in a left/right direction of the
side portion 10 in which it may preferably overlap by about
10 mm.
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Here, the overlap section 20 is formed as a box portion 40
having a predetermined space therein so as to ensure addi-
tional rigidity, as shown in a sectional view of FIG. 4.

That is, the box portion 40 is formed by connecting the
side portion 10 and the intermediate portion 30 to each other.

A plurality of through-holes 41a are formed through a
side wall 41 consisting of the box portion 40 so as to induce
the buckling of the box portion 40 with respect to the
collision load.

The side wall 41 of the box portion 40 is a wall surface
positioned on the edge of the left and right sides of the box
portion 40.

A total sectional area of the through-holes 41a may be 5%
to 50% of a sectional area of the side wall 41 where if it is
5% or less, the box portion 40 is not easily buckled with
respect to the collision load thereby to efficiently absorb the
collision energy, on the contrary, if it exceeds 50%, the
rigidity of the box portion 40 is not sufficiently ensured
thereby to easily break the box portion 40. Accordingly, in
order to prevent this breaking, a total sectional area of the
through-holes 41a may be 10% to 30% of a sectional area of
the side wall 41 of the box portion 40.

Further, a plurality of bent grooves 1la are formed
continuously on a side surface 11 forming the box portion 40
at the side portion 10, which induce the buckling with
respect to the collision load.

As described above, according to the back beam for a
vehicle of various embodiments of the present invention, the
intermediate portion 30 formed of different plastic materials,
namely high-strength plastic material and the side portion 10
formed of general plastic material on both sides are inte-
grally connected and thus its weight is lighter and fuel
efficiency is improved as compared to the back beam formed
of steel or composite material of steel and plastic.

Further, with respect to the bumper back beam for a
vehicle formed of different plastic materials according to
various embodiments of the present invention, both ends of
the intermediate portion 30 formed of high-strength plastic
are overlapped on the side portion 10 formed of general-
plastic at a predetermined section, and thus sufficient rigidity
can be ensured at the connection portion of the side portion
10 and the intermediate portion 30, thereby removing a
phenomenon where a boundary region of the side portion 10
and the intermediate portion 30 is easily broken with respect
to the collision load and as a result, protecting a vehicle and
a passenger more safely.

Further, a back beam according to various embodiments
of the present invention is configured such that a portion
where the side portion 10 and the intermediate portion 30 are
overlapped and are connected is formed in a box structure,
thereby aiming to ensure the additional rigidity, and a
plurality of through-holes 41a and/or bent grooves 11a are
formed on a box portion 40 that the side portion 10 and the
intermediate portion 30 is overlapped so as to induce the
buckling of the side portion 10 with respect to the collision
load, thereby efficiently absorbing the collision energy and
easily transferring the collision energy toward a vehicle
body.

For convenience in explanation and accurate definition in

the appended claims, the terms “upper”, “lower”, “inner”

20

35

40

45

55

6

and “outer” are used to describe features of the exemplary
embodiments with reference to the positions of such features
as displayed in the figures.

The foregoing descriptions of specific exemplary embodi-
ments of the present invention have been presented for
purposes of illustration and description. They are not
intended to be exhaustive or to limit the invention to the
precise forms disclosed, and obviously many modifications
and variations are possible in light of the above teachings.
The exemplary embodiments were chosen and described in
order to explain certain principles of the invention and their
practical application, to thereby enable others skilled in the
art to make and utilize various exemplary embodiments of
the present invention, as well as various alternatives and
modifications thereof. It is intended that the scope of the
invention be defined by the Claims appended hereto and
their equivalents.

What is claimed is:

1. A bumper back beam for a vehicle comprising:

side portions connected to a vehicle body and formed of

general plastic on both sides thereof; and

an intermediate portion connecting the side portions on

both sides thereof and formed of high-strength plastic
and a predetermined section, both ends of which
encroach into the side portions to form overlap sections
having a hollow space enclosed by the side portion and
the intermediate portion,

wherein the side portion is connected to a side member of

the vehicle body.

2. The bumper back beam for the vehicle of claim 1,
wherein each overlap section is a box portion having a
predetermined space therein together with each side portion.

3. The bumper back beam for the vehicle of claim 1,
wherein a length of each overlap section in a left/right
direction exceeds at least 5% or more of a length of each side
portion in the left/right direction and does not exceed a
maximum of 50%.

4. The bumper back beam for the vehicle of claim 2,
wherein a plurality of through-holes are formed passing
through a side wall of the box portion so as to induce
buckling of the box portion with respect to a collision load.

5. The bumper back beam for the vehicle of claim 2,
wherein bent grooves are continuously formed on a side
surface forming the box portion at each side portion, which
induce buckling of the box portion with respect to a collision
load.

6. The bumper back beam for the vehicle of claim 4,
wherein a total sectional area of the through-holes is 5% to
50% of a sectional area of the side wall.

7. The bumper back beam for the vehicle of claim 1,
wherein the high-strength plastic which forms the interme-
diate portion is composite material combined with glass
fiber, polypropylene (PP), and polyamide resin.

8. The bumper back beam for the vehicle of claim 1,
wherein the general plastic forming the side portions is the
same material as any one of resins used in forming the
high-strength plastic.
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